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Ref No: MSK/ALB/CER/CR/ZO18/00120
MSKIE Code No: JH/TKY/CO-2018/00124

CERTIFICATE of QUALITY
NAME of cOMMODITY : CHROMITE ORE LUMPY
VESSEL NAME : RS MISTRAL
B/LNO : BNI0101796B
B/L DATE :24.11.2018
TOTAL NET WEIGHT of THE CARGO :1010.695 WMT
MOISTURE :1.51 PCT
NET DRY QUANTITY :995.434 DMT
PACKING : BULK IN 20 FT CONTAINERS
TOTAL NUMBER of CONTAINERS :37
PORT of LOADING : DURRES PORT,ALBANIA

PORT of DISCHARGE

We (MSK-TURKEY) hereby certify that we

: XINGANG,CHINA

November

2018. in favor of

ISO 6153 and sealed by MSK representative. Final Quality sample was prepared and moistur

MSK chemical and physical analysis results are presented as below:

ANALYSIS ON SAMPLE DRIED AT 105 DEGREE CENTIGRADE
= —=2nED AT 105 DEGREE CENTIGRADE

TESTING ®INSPECTION

Date:30.11.2018

DURRES, ALBANIA Customs Bonded
“ILLYRIA MINERALS INDUSTRY”

e test was carried out with duplicate

reference to I1SO 6154.

E Parameters Results (%)
L Cr,0, 35.20 %
Cr:Fe 2.60:1
Si02 15.64 %
Al203 6.64 %
MgO 25.26 %
P 0.0088 %
S 0.0081 %
Moisture 1.51%
Size (0-10 mm) 10%
Size (10-300 mm) 90 %

ISSUED AT LOADING PORT

C

ificate of quality has been issued as total of 1 (one) page and printed out One (1) originals & Two (2) copies.
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